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The prototypical magnetic memory shape alloy Ni2MnGa undergoes various phase transitions as a
function of the temperature, pressure, and doping. In the low-temperature phases below 260 K, an
incommensurate structural modulation occurs along the [110] direction which is thought to arise from the
softening of a phonon mode. It is not at present clear how this phenomenon is related, if at all, to the
magnetic memory effect. Here we report time-resolved measurements which track both the structural and
magnetic components of the phase transition from the modulated cubic phase as it is brought into the high-
symmetry phase. The results suggest that the photoinduced demagnetization modifies the Fermi surface in
regions that couple strongly to the periodicity of the structural modulation through the nesting vector. The
amplitude of the periodic lattice distortion, however, appears to be less affected by the demagnetization.
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The magnetic shape memory effect (MSME) in Heusler
materials is characterized by a very large magnetic field-
induced strain that can exceed 11% [1,2]. The particularly
large MSME seen in Ni-Mn-Ga alloys is promising for
technological applications [2–4]. Stoichiometric Ni2MnGa
exhibits MSME only in its lowest temperature phase.
At higher temperatures, Ni2MnGa undergoes a series of
structural and magnetic phase transitions. The low-
temperature phase, characterized by a martensitic tetrago-
nal structure (MT) with an incommensurate structural
modulation, is stable up to TMT ¼ 220 K. Between 220
and 260 K lies the so-called premartensitic (PMT) phase,
which can be described as a cubic austenitic phase with an
incommensurate structural modulation. Between 260 and
380 K, this modulation disappears and the material is in
the austenitic cubic phase (AUS). All the phases below the
Curie temperature of 380 K are ferromagnetic.
The MSME is widely understood to originate from the

reorientation of twinned domains in the tetragonal phase.
The microscopic mechanism of the structural modulation
and its link to both the MSME and ferromagnetism are,
however, not completely understood. Since the modulation,
upon cooling, arises already in the PMT phase, under-
standing its origin in this phase might shed light on its
potential link to the MSME. Studying the modulation in the
PMT phase presents the advantage of maintaining the same
lattice parameters during the PMT-AUS phase transition,
which allows sensitivity to only the modulation dynamics.
The modulation is incommensurate and is thought to be
triggered by a phonon softening along the [110] direction
[5,6]. The modulation can be understood within two
scenarios. The first is an adaptive model, where the
modulation is considered as an effective twinning arising
from minimization of elastic energy [7,8]. The other

scenario is Fermi surface nesting, which results in a phonon
softening and the appearance of a charge density wave
(CDW). The latter has recently gotten more experimental
and theoretical support [9–13]. A unified theory has been
proposed by Gruner et al., in which the adaptive nano-
twinning is locked on the CDW [14]. Schubert et al. [15]
have shown that doping with magnetic cobalt impurities
causes a change in both the spatial periodicity of the
modulation and the associated amplitude mode associated
with the modulation. While this is indicative of a possible
link between magnetism and the CDW, Ni-Mn-Ga alloys
are very sensitive to chemical doping, and the changes
observed could also be caused by local structural or
electronic modifications [16].
Time-resolved pump-probe experiments offer the oppor-

tunity to study the coupling of magnetism and structure in
materials following a sudden perturbation. Previous pump-
probe experiments on Ni2MnGa have tracked the amplitude
mode of the CDW across the MT-AUS phase transition
[15,17,18]. In this Letter, we study the dynamics of
stoichiometric Ni2MnGa starting from the PMT phase
using the time-resolved magnetic optical Kerr effect
(MOKE) and time-resolved x-ray diffraction (trXRD).
This combination of techniques enables us to follow
separately the structural modulation and the magnetism
after strong electronic excitation from a femtosecond pulse
of light.
The same sample was used for all our measurements, a

single crystal of stoichiometric Ni2MnGa from AdaptaMat
Ltd. [001]-cut and has a 5M structure in the MT phase. The
PMT and MT transition temperatures were measured at
TPMT ¼ 264 K and TMT ¼ 224 K, respectively [17].
The MOKE experiment was performed in a polar

configuration with a nearly collinear pump probe along
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the surface normal in a 0.7 T field, sufficient to saturate
the magnetization (see Supplemental Material [19]). A
250 kHz Ti-sapphire laser system was used to deliver 45-fs-
long 800 nm pump pulses and 400 nm frequency-doubled
probe pulses. Probe and pump attenuation lengths were 16
and 23 nm, respectively. We estimate the transient mag-
netization of the sample by measuring the Kerr rotation,
which is the real part of the full complex Kerr angle (see
Supplemental Material [19]) [20,21]. In both experiments,
the sample temperature was set to 225 K, well within the
PMT phase, using a nitrogen cryogenic blower.
The trXRD experiment was performed at the FEMTO

slicing source of the Swiss Light Source (PSI, Villigen,
Switzerland) [22]. The 7 keV x-ray beam was set at grazing
incidence (0.65°), resulting in an attenuation length of
55 nm. The 800 nm pump pulse had an incidence angle of
12°, resulting in an attenuation length depth of 23 nm [23].
The penetration depth mismatch between the pump and
probe leads to a smearing of the observed dynamics that has
to be accounted for in the modeling. The overall time
resolution for these measurements was better than 150 fs
[22] (see Supplemental Material [19]). The sample was
previously oriented at the Material Science beam line of the
Swiss Light Source [24], where the orientation matrix was
computed and then verified during the time-resolved
experiment. An avalanche photodiode was used to measure
the x-ray intensity for each pulse.
Figure 1(a) shows the magnetization dynamics for several

fluences. An initial drop over a time scale of 1 ps is followed
by a second time scale of about 10 ps, over which the
magnetization either partially recovers by a small amount
(at low fluences) or further decreases (at high fluences). The
fluence dependence of the relative change in magnetization
is shown inFig. 1(b) at both 1 and20ps after excitation, along
with a linear fit. The changes at 1 ps agreewellwith this linear
model, whereas the later time changes do not.
For comparison, Fig. 1(c) shows the time-dependent

changes in the x-ray intensity at the maximum of the
rocking curve of the (2 − q 0 2 − q) superlattice reflection,
where q ¼ 0.341 [6], over a similar range of excitation
fluences as in Fig. 1(a). These dynamics are more complex
but reveal a fast decrease in intensity over the first few
picoseconds followed by slower dynamics which are
somewhat reminiscent of the behavior of the magnetization.
At late times, we see a fluence-dependent partial recovery
of the superlattice intensity over a time scale of 4–12 ps,
which at the highest fluences is followed by a further
decrease in intensity. Because of the penetration depth
mismatch between the probe and pump beams, the trXRD
measurement is an average over regions with different
electronic excitation densities. In order to quantitatively
compare MOKE and trXRD measurements, we convert the
incident fluence into the average excitation density hn0i
seen by the probe (see Supplemental Material [19]).
Figure 1(d) shows the normalized difference in measured

intensities at 20 ps and at 1 ps for both MOKE and trXRD,
as a function of hn0i, yielding to a similar behavior: At
excitation densities below 300 J cm−3, both the magneti-
zation and diffracted intensity partially recover, whereas
above this value they both further decrease over this time
scale. Regarding the longer time dynamics shown in
Fig. 1(c), we tentatively attribute the partial recovery at
intermediate time scales as a consequence of the cooling of
the excited electrons to the lattice. The somewhat longer
time scale decrease seen at higher fluences may result from
a more conventional temperature-driven phase transition as
the lattice heats and internally equilibrates to a temperature
past the transition temperature. Complementary measure-
ments of the electronic and lattice temperature by time-
resolved angle-resolved photoemission spectroscopy and
time-resolved diffuse scattering would be some possible
ways to further investigate these processes [25–27].
In order to study possible time-dependent changes in the

modulation wave vector, we show in Fig. 2 the diffracted
intensity as a function of rotation angle φ about the surface
normal for different time delays for both the (202) and its
satellite reflection (2 − q 0 2 − q). A fit using a Voigt
function was performed to extract the precise peak position,
φp. Figure 2(c) shows the resulting φp values. We first
consider the (202) Bragg reflection. φp of the (202)

(a)

(b) (d)

(c)

FIG. 1. Comparison between MOKE and trXRD. (a) Relative
changes in the MOKE signal for difference fluences. The red and
black dotted lines show the 1 and 20 ps delays, respectively.
(b) Difference in magnetization at 1 and 20 ps versus fluence.
The dotted line shows the linear behavior versus fluence of the
demagnetization at 1 ps delay and the nonlinearity of the 20 ps
delay. (c) (2 − q 0 2 − q) intensity for different fluences.
(d) Difference in demagnetization and loss of intensity for
MOKE and trXRD between 20 and 1 ps delays versus observed
excitation density hn0i. The difference is positive up to
300 J cm−3 and becomes negative after for both MOKE and
trXRD.
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reflection decreases monotonically, consistent with an
uniaxial expansion of the crystal along the surface normal
which is typical for laser-drivenheating [28]. This expansion
takes place over a time scale determined by strain wave
propagation from the surface of the crystal through the
probed region, estimated as δ=v ¼ 12.5 ps, with a probe
depth δ ¼ 55 nm and a speed of sound v ¼ 4.4 nmps−1
[29]. Over the first two picoseconds, the value of φp shifts
less than 0.02° even at the highest fluence.At 20 ps delay, the
strain can be estimated at 0.6% for the maximum fluence of
7.13 mJ cm−2 [28]. The time scale of the expansionmatches
the tens of picoseconds time scale seen in the magnetization
and satellite reflection dynamics (Fig. 1). At high fluences,
this is consistent with equilibrium measurements that show
that both the modulation and the magnetization decrease
with increasing strain along the [001] direction [30,31],
although at low fluences we see that these are anticorrelated
in the time-resolved measurements, which makes it difficult
to draw a definite conclusion about the relationship between
strain, magnetization, and the modulation amplitude in the
nonequilibrium case.
In marked contrast to the dynamics of φp for the (202)

reflection, φp for the satellite reflection shows larger
changes that are maximal at 1–2 ps after excitation, after
which φp relaxes back toward its initial unexcited value.

This suggests that q changes independently of the dynam-
ics of the underlying unit cell dimensions. Under the rough
assumption that over the first few picoseconds these unit
cell dimensions remain at their initial, unexcited values and
that the direction of the modulation vector is unchanged, we
can relate the measured changes in φp to changes in the
magnitude of the superlattice modulation wave vector q.
Figure 2(d) shows Δq, the maximum value of the time-
dependent change in q, as a function of the fluence. Δq is
approximately proportional to the fluence, as evidenced by
the dashed linear fit to the data. Note also that Δq decreases
with increasing fluence, contrary to what happens upon
increasing the temperature [12]. The fact that φpðtÞ is
qualitatively different from the time dependence of the
intensity provides some confidence that the apparent small
changes are indeed reflective of a genuine change in the
modulation wave vector.
Both the rapid onset of these changes in q as well as their

linearity with respect to the fluence are quite similar to the
initial behavior of the magnetization dynamics [Fig. 1(b)].
The magnetization drops on a time scale of 1 ps, which is
slightly faster than the 2 ps decrease seen in q for most
fluences. On this basis, we suggest that the demagnetiza-
tion drives the q shift. In equilibrium, Lee, Rhee, and
Harmon [32] have shown that changes in the magnetization
density lead to proportional changes in q. In Fig. 2(d), we
show on the top axis the experimental demagnetization
value at 1 ps from Fig. 1(b) for an equivalent fluence. Using
the theoretical q shift versus magnetization from Ref. [32]
and assuming that the sample is initially at 80% magneti-
zation saturation,we calculate that a fluence of7.13 mJ cm−2
leads to Δq ¼ −0.016, 4 times lower than the measured
trXRD value. Despite this quantitative disagreement, the
signs of shifts and their linearity are consistent with the idea
of the demagnetization playing some role. The quantitative
discrepancy may be related to additional contributions to
the Fermi surface nesting arising from the highly excited
electronic states. The decrease of q with demagnetization
closely resembles the increase of the real space periodicity
in the phase transitions from 5M to 7M to nonmodulated
structures that occur during compression stress [2].
We now turn our attention to the ten first picoseconds of

the satellite reflection intensity, which tracks the magnitude
of the structural modulation, summarized in Fig. 3(a),
an enlarged version of Fig. 1(c). First, we note that the
dynamics are markedly nonlinear with respect to
the absorbed fluence. At fluences up to 1.2 mJ cm−2, the
changes appear largely consistent with a displaced coherent
excitation model [33] of the amplitude mode of the CDW,
where the displaced mode has a frequency ν ≅ 0.35 THz.
As the fluence increases beyond 2 mJ cm−2, however, the
time dependence changes dramatically. Most notably, the
frequency of oscillation increases by up to a factor of 4
relative to the low-fluence behavior. This increase in the
frequency with fluence stands in contrast to the temperature

(a)

(c)
(d)

(b)

FIG. 2. Rotation scans at a 7.13 mJ cm−2 fluence for the
(a) (202) Bragg reflection and (b) (2 − q 0 2 − q) superlattice
reflection. (c) Peak positions versus time for different fluences.
The (202) does not shift significantly before 4 ps, whereas the
(2 − q 0 2 − q) reaches its minimum around 2 ps. The gray region
represents the times for which the orientation matrix is assumed
to be nearly unchanged in order to estimate Δq of the superlattice
distortion. (d) Extracted maximum Δq change versus fluence
(bottom axis) and demagnetization value at 1 ps from Fig. 1(c)
(top axis).
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dependence of the amplitude mode frequency, where an
increase in the temperature causes a decrease in the
frequency [15]. An increase in the frequency in the
coherent oscillations of a superlattice reflection has been
seen in other structurally modulated materials [34,35]; in
those two cases, a doubling of the frequency is reported,
which was attributed to a change in the symmetry of the
interatomic potential consistent with a phase transition to a
higher symmetry state. In our case, we see a much more
dramatic increase in the frequency, which can, however, be
modeled in a similar way.
We consider that locally the magnitude of the structural

modulation can be represented by a single variable η.
To treat the dynamics of the phase transition, we consider
an effective potential energy which has the same functional
dependence on η as does the Landau free energy. This
should, in principle, correspond to the phase transition
order, which is first order for the PMT to AUS transition in
equilibrium conditions. However, the measured hysteresis
and latent heat of the transition are very small [12].
Therefore, we can consider that the transition is close to
second order [31,36] (see Supplemental Material [19]). We
assume that the contribution of η to the potential energy is
of the form

VðηÞ ¼ 1

2
½αðFÞ − 1�η2 þ 1

4
η4; ð1Þ

where αðFÞ is a function of the fluence F. The shape of the
potential has its minimum at η ¼ 1 when αð0Þ ¼ 0 in order
to use a normalized intensity. The time dependence is
computed using the following equation of motion:

1

ω2
DW

∂2

∂2t
ηþ ∂

∂ηVðηÞ þ
γ

ω2
DW

∂
∂t η ¼ 0; ð2Þ

where ωDW is the frequency in the double well potential
at α ¼ 0 and γ is the damping rate. The diffracted x-ray
intensity I is then proportional to η2. Initially, αð0Þ ¼ 0,
which is changed instantaneously to αðFÞ at t0, the arrival
time of the pump pulse. This sudden change causes the
system to oscillate in the new potential, which is fully
determined by the function αðFÞ.
In Refs. [34,35], the excitation function (α) is assumed to

be proportional to F, in close analogy to the temperature
dependence in the Landau theory [31,37,38]. Some mod-
ifications of this model are needed to account for the
fourfold increase in the frequency observed in the present
case. As a guide to the functional form of αðFÞ, we consider
the experimentally measured temperature dependence of
the phonon frequency associated with the amplitude mode,
shown in Fig. 3(b). We have marked the temperatures
corresponding to the excitation fluences used, under the
assumption that the energy density deposited by the laser
fully equilibrates with the lattice and that transport effects
are negligible [39] (Supplemental Material [19]). The
lowest three temperatures or fluences are below the phase
transition, which could explain the sudden change in the
dynamics above 2 mJ cm−2. Using the phonon energy
versus temperature as a guide, we construct αðFÞ, linear
up to a critical fluence and exponential above:

αðFÞ ¼ aF for F < Fc;

αðFÞ ¼ aFc þ bð1 − e−ðF−FcÞ=dÞ for F > Fc; ð3Þ

where a, b, d, and Fc are constants. We perform a global fit
of all curves simultaneously, using a, b, d, Fc, ωDW, and γ
as fitting parameters. We fit the first 10 ps and ignore the
strain contribution. Since the intensity of the laser decays
exponentially inside the material, the absorbed energy has a
strong depth dependence, which we account for by dividing
the material into layers of thickness δ ¼ 1 nm with differ-
ent absorbed energy. Each layer has a new potential,
determined by αðFÞ, which is then used in the equation
of motion. Since the correlation length of the material is
small, different layers contribute incoherently to the signal
such that the global intensity is the sum over all the layers
weighed by the x-ray penetration depth.
The best fit result is shown in Fig. 3(c) using αðFÞ shown

in Fig. 3(d). The dynamics are well reproduced. It is worth
noticing that αðFcÞ < 1, which is lower than the excitation
parameter that triggers the phase transition. Similarly, the
soft phonon at equilibrium does not reach zero at TPMT
but by interpolation would reach zero at TPMT—5 K. The
excitation parameter αðFÞ is nonlinear and follows a similar
behavior as the phonon softening, showing that the ampli-
tude of the modulation is mostly uncorrelated to the
magnetism. The latter is linear versus the fluence and
not needed to model the amplitude dynamics.
In conclusion, we have separately probed the magneti-

zation and the structural modulation using MOKE and

(a)

(b)

(d)

(c)

FIG. 3. trXRD intensity compared to single parameter model.
(a) trXRD time scan of the superlattice reflection for several
fluences. (b) Phonon energy versus temperature, showing the
softening (adapted from Ref. [5]). The colored arrows show the
average estimated final temperature reached by the excited area at
different fluences. (c) Fitted single parameter model. (d) Fluence
dependence of the excitation function αðFÞ.
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trXRD, respectively, starting from the PMT phase, and
analyzed the correlation between the two. We show that
strain propagation contributes to shifting the Bragg reflec-
tion and lowering the magnetization on a time scale of tens
of picoseconds. On a shorter time scale, the superlattice
peak shifts linearly with the fluence. We suggest that the
photoinduced demagnetization modifies the Fermi surface,
which in turn changes the magnitude of the nesting vector
and therefore the modulation periodicity. In contrast, the
amplitude of the modulation has a nonlinear fluence
behavior which can be modeled with a single variable,
η, potential energy fully determined by an excitation
parameter. The fluence dependence of this parameter is
similar to the behavior of the phonon softening with the
temperature. It thus appears that the magnetization has
some impact on the periodicity of the lattice distortion but
does not strongly determine its amplitude. The suggested
correlation between magnetism and modulation periodicity
may be crucial for understanding the precise mechanism of
the MSME.

Time-resolved x-ray diffraction measurements were
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and from the Marie Curie Actions for People COFUND
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